Apex Precision Analytical Services, Inc. | mpﬁ'f}l

An Independent Laboratory Providing Reliable Analysis with Professionalism and Honesty I

ASBESTOS BULK ANALYSIS REPORT

Date:  September 10, 2024

Flint Inspection Consulting Services, Inc.

Report: ©6324-3765
121 N. Main St., Henrietta, TX — Limited

This document shall be considered a duly signed original report of
the results obtained from the analysis(es) performed. All analyses
are done within government guidelines and regulations.

e

Gary R. Simmons
Laboratory Manager

Lab Comments on Project: N/A
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Apex Precision Analytical Services, Inc. | MHCA APASI

An Independent Laboratory Providing Reliable Analysis with Professionalism and Honesty I

PLM (Bulk) - Asbestos Analysis Report - Visual ID

EPA 600/R-93/116: Method for the Determination of Asbestos in Bulk Building Materials and EPA ~ 40 CFR Appendix E to Subpart E of Part 763,
Interim Method of the Determination of Asbestos in Bulk Insulation Samples

Flint Inspection Consulting Services, Inc. Report Number: 6324-3765
538 Dove Lane, Report Date: September 10, 2024
Wichita Falls, TX 76301 Samples Collected: September 9, 2024
940-631-3096 Date Received: September 10, 2024
Contact: Flint Skaggs Turn-around time: ASAP
Job ID / Site: 121 N. Main St., Henrietta, TX — Limited
o Lab Sample _ o ' \ i
Client Sample Numb Color [ Description f Fibrous / Asbestos Cantent |Non-Asbestos Fibrous Matei
Number (byrlra‘.yz) NonFibrous / Homogeneity Type & % Type &% ke
~ Nhite ¢ ! NonfFi ! ;
1 5324-3765-01A White lex%ure,.‘\lon ibrous None Detected None Detected Binder
fomogerieaus
on Vithite # X FEF & f 109,
6324-3765-018 B{O\vn‘\'vhite’ i qu/a'i H FleOLie H NOBe Detecf‘ed ’_Ceiltil\')fe !00]/0 Bmder
Homogereous Filbrous Glass 2%
I White / Texiure / NonFibrous / EarTEd tod g
2 6324-3765-02A Homogeneaus None Detected None Detecled Binder
n White / Drywalt 1 Fibrous / ailul 10% ‘
6374-3756-00B Browm’\fhfteJ Drywali / Fibyous / None Detected B Cuzluloge EL g Binder
Homogenecus Fibrous Glass 2%
3 6324-3755-03A ISR REI N anRIGTEY None Detected None Detected Binder
Homogeneous
e Off White / Joi {Fib . ; . g
6324-3765-03B LfthlteH oijleges/ikicioys Nore Delected Cellutose 45% Binder
OMOgeneous
6324-3765-03C WG il E oAU R FOToTSY Nore Delected None Detected Binder
Homogeneous
| It E H 0
£374-3765-03D Purple Brown White / Drywall / Fibrous £ Nore Delected r_Ce;IuloAs_}e %AOO ;/a Binder
Homogeneous Fibrous Giass 2%
4 6324-3765-04 Ea u}ge Base / NonFibrous / Nore Detecied None Detecled Binder
aMOgEneaus
5 6324-3765-05 Biue / Cove Base / NonFibrous / Nore Detested None Detected Binder
Homogeneous

{1nE person o entity (ckent) named on such report. Result repors or
nt These results only repesent the matenals submited. Supperting
¥ date or lime and tess nol Imply that 1his space (s free fron these of any
used or interpreted. This must not be used 1o ciaim product endorsemeant by NVLAP or any
of @ll samples afier 2 p=riod of thinty {20) lays. according to all stale and federal guldelines.
specdied

Analyical resulis and repoits are generated by Apex Precision Analytical Services at the requ
coples of sare wiil pot b2 rele eu Ly Apex Precision Analylical Senvices lo any third par

laboratory docunsntation s a le LUpon request, This report cannct be used 1o rep
sther comtaminants. No responsibilty of iability is assumed for the mianner I which these re
governiment agency of the Uniied S Apex Precision Anatytical Services reserves the nght
unless oihEnat

g2

NVLAP Lab Code; 200633-0 PLM TDSHS Asbestos License#: 30-0312 PLM/PCM
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ACAPASI

Apex Precision Analytical Services, Inc. §i>

An Independent Laboratory Providing Reliable Analysis with Professionalism and Honesty

PLM (Bulk) - Ashestos Analysis Report - Visual ID

EPA 600/R-93/116: Method for the Determination of Asbestos in Bulk Building Materials and EPA - 40 CFR Appendix E to Subpart E of Part 763,
Interim Method of the Determination of Asbestos in Bulk Insulation Samples

Report Number: 6324-3765
Report Date: September 10, 2024
Samples Collected: September 8, 2024

September 10, 2024
ASAP

Flint Inspection Consulting Services, Inc.
538 Dove Lane,

Wichita Falls, TX 76301

940-631-3096

Contact: Flint Ska%s

Date Received:
Turn-around time:

Job ID / Site: 121 N. Main St., Henrietta, TX — Limited

' Lab Samplé : ' ‘ '
Client Sample :l n::\P € Calor / Description / Fibrous / Asbestos Content |Non-Asbestos Fibrous Matri
Number Hmber NonFibrous / Homogeneity Type & % Type & % atrix
(by layer)
B 5324-3765-06 Blue l_v?;gg;:né;lﬁzlflmb None Detectad None Detected Binder
Ahite 7 12x12 Floor Tife / NonFibeo ‘
7 6324-3765-07A iy 12‘&@?&;@ Eé‘iugéon e None Detected None Detected Binder
U At
6324-376507B HEHEH ;éz?;ggnl\elgﬂilbrous Nene Detecled None Detected Binder
Ahite / 12x12 Floor Tife / NorFilrous / _ . .
& £324-3755-08A White /1212 Floor Tile / NonFibious Nene Detected None Detected Binder
Homogenesus
£324-3765-08B Yello ’ﬁ;fjéi;{ggﬁi'brws Nore Detected Nane Detected Binder
Wt “ &
White / 2 Floor Tife i NonFibrous £ .
9 6324-3765-09A Vi 12”2;'0\(“? GMISHNGHS None Detested Naone Detected Binder
Homogenenus
f Mastic / ibrous ¢ .
£324-37565-098 Telow }égféié,ggz?brw ' Nore Detecled None Detected Binder
10 (£324-3755-104 ["';k“'lﬁ'coﬁfﬁégiifjéé Fibrous / Nore Detected Synthetic Binder
- w ¢ Mastic / ibrous / ;
6324-3755-10B Yellox H;f:ggenr:ggz'bm . Nore Detested None Detected Binder
i £324-3765-11A GIECRICIEay Carpet{ribs'ous Nene Detected Synthetic Binder
Honingeneous

= excllsive use of the person ar entity (Client) named oi such reporl. Resull reponsor
client,  These resulls cnly | he matenals submitted  Supporting
tion, date or lime and does not imply that this space is free from these orany

Analvtical results and reports are generated by Apex Piscision Analyiial Sevices al the request of
copies of same will nol ba released by Apex Frecision Anatytical Ssrvices to any third party Uru‘ '-!‘
laporatofy decumentation is avaitable upon request. This repart cannet be Lsed 10 represent condit ; ;
other contarm 5 No responsibiity or abllity is assumed far the mannes Inwhich these resul used or interpreted, This must not be used 10 Ciaim preduct endorsement by NVLAF or any
government agency of the United States Apex Precisicn Anaiylical Services reserves the naht ic of alt samples afner 3 period of thiny (30) d3ys, accomging 10 all state and federa! guidelines.
unless othensmise spaciiied

NVLAP Lab Code: 200633-0 PLM TDSHS Asbestos License#: 30-0312 PLM/PCM

Page 3 of 4

306 W. Edgewood Dr., Suite C, Friendswood, TX 77546 www.apasi.net Office (281) 648-9918 | Fax (281) 648-9595



AOCAPASI

Lab

Apex Precision Analytical Services, Inc. |

An independent Laboratory Providing Reliable Analysis with Professionalism and Honesty I

PLM (Bulk) - Asbestos Analysis Report - Visual ID

EPA 600/R-93/116: Method for the Determination of Asbestos in Bulk Building Materials and EPA - 40 CFR Appendix E to Subpart E of Part 763,
Interim Method of the Determination of Asbestos in Bulk Insulation Samples

Report Number: 6324-3765

Report Date: September 10, 2024
Samples Collected: September 9, 2024
September 10, 2024
ASAP

Flint Inspection Consulting Services, Inc.
538 Dove Lane,

Wichita Falls, TX 76301

940-631-3096

Contact; Flint Skaggs

Date Received:
Turn-around time:

Job ID / Site: 121 N. Main St., Henrietta, TX — lelted

' Lab Sampl ' ' : '
Client Sample ab sample Color / Description / Fibrous / Asbestos Content |Non-Asbestos Fibrous .
Number ISR NonFibrous  Homogeneit Type & % Type & % Matrix
(by layer) g Y yp o yP o
11 6324-3765-11B Vellow ;’éﬂashc UGTFIoTsHsY None Detected None Detected Binder
OMOgEnEoUs
Julti- ; I Fibrous / . ,
2 6324-3765-12A e el Sk None Detected Synthetic  %0% Binder
amogeneous
P Yellow / Mastic / NonFibrous / . .
-3705- ' e Detegted Detected h
6324-3755-12B Homogeneous Nore Detected None Detected Binder
13 6324-3765-13 Grey / Grout / NonFibrous / Homogeneous|  None Delected None Detected Binder
14 6324-3765-14 Grey / Grout / NonFibrous / Homogeneous|  Nene Detected None Detected Binder
19 6324-3766-15 Grey / Grout / NonFibrous / Homogeneous|  Nore Delected None Detected Binder
Hac vn / Sink Coating / Fi . , ,
5 pa4-a7se-p | DeckBrown ] Sink Coalng FFbOUS T one peeried Celllose 2% Binder
0INOGENEoUs

E -nh are h:rn:ra l;d b. hﬂ:‘*h Prect Rcr-nnzi.l'--'at Services al the request
e5 lo any third pany v
bie' upan &quﬂst This |E‘|",I.1 cal e used 0 represent
or liability is assumed 1or the lI‘lEIIlI‘I-m Iy which these rez
3 Apex Precision Anaylical Services resarves the rig

unless CI|'<.E:I".\|I:/€ speciied

L These results only reg
2f.«‘??i‘:l")n d‘ 1 of line and doss not i

ot amaminG! ._‘J.':. IES[‘O']S
gmen‘un‘cﬂt agency of the United

NVLAP Lab Code: 200633-0 PLM TDSHS Asbestos License#: 30-0312 PLM/PCIM
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and for the exclusive use of the person or entity (chent) named on such reporl. Resull repordsor
H &nl the materals subimitted. Supparting
Iy that thls space is free fram these or any
e 3 preted. This must not be used t claim product endorsement by NVLAP or any
ncq— of s sampies after a period of thirty (30) days, according to-all state ang federal uw"e!u.ce



